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PRODUCT SPECIFICATION

Eti

2Ca0.3B,0,.5H,0
Di-Calcium Hexaborate Pentahydrate

CAS No: 1318-33-8

Chemical Specification

Component Content

B,0, 43.00 0.50% %’
Ca0 21.00-26.00% =z
Si0, 2.00-7.00% §
Mg0 1.50-3.00% 2
S0, 0.80% max. il
Al,0, 0.15-0.80%

Fe.04 0.50% max.

As 950 ppm max.

Sr0 2.50% max.

Moisture 1.00% max.

L.0.l. 25.00% max.

Particle Size Specification

Size ‘ Content

-75 pm | 82.00% min.
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